
L300-XS, L300-S, L300-M, L300-L, L300-XL

Latex

Medical or Industrial Use

Powder Free

Textured Finger

Ambidextrous

Rolled Bead

Non-Sterile

100 gloves (by weight) per dispenser box, 10 boxes per case

Meets or Exceeds ASTM D3578 standards.  FDA Accepted.

Golden Pacific Healthcare Products, Inc.

Thailand

on file

X-Small Small Medium Large X-Large

Width (mm) (± 10 mm) 70 80 95 111 116

Length (mm) (minimum) 220 220 230 230 230

Thickness (minimum) - Finger (mil) 4.0 4.0 4.0 4.0 4.0

Thickness (minimum) - Palm (mil) 4.0 4.0 4.0 4.0 4.0

Tensile Strength

Elongation

AQL

Powder Content

Latex Protein Content

last updated:  05/17/2018

Ultragard L300
Disposable Powder Free Latex Examination Gloves

1.5 1.5

≤ 2 mg/glove ≤ 2 mg/glove

≤ 50 mg/g ≤ 50 mg/g

Physical Properties
Before Aging After Aging

Min 18 MPa Min 14 MPa

Min 650% Min 500%

Quality Standards

Manufacturer

Origin

FDA 510K Registration

Physical Characteristics
Size

Powder

Surface

Orientation

Cuff

Sterility

Packaging

General Specifications
Reorder Number

Material

Intended Use


